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REF NO. / #%8: 2016050403V
Material/# g : 6061-T6
Dimension/#M# ¢ ¢ 305hib

Quantity/SF @ (BB 3000mm)

Chemica! composition Spec. /AR
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P1

Si Fe Cu Mn Mg Cr. Zn Ti |others Maxiothers totall Al
0408 | =07 101504} £0.15 0.8-1.2 10.04-0.35] =025 } =0.15 <005 { 015 rem
Chemical composition /AT
Si Fe Cu Mo Mg Cr Zn Ti lothers Maxjothers total Al
0.718 | 0357 1 0276 0.11 1.010 | 0.134 | 0.134 0.025 0.05 0.15 rem

Hardness composi tion/#& B HRB : 57° ~ 58" ~ 60°
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